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MT-FORM-05 Lab and Field Technique Sheets
MAGNETIC PARTICLE EXAMINATION TECHNIQUE SHEET

Client: ~-s.I. E.t.l&£6.~ Technician: I1:zcIl./iF I R.u.f'Kf..fi"""

Facility: tLlo.l0 /i.!.r& ii.B.;;;.Jf,.. f.11.ditil;§.L-D. .h'''-iJ.fi:.f. Date: C,-Is-IO
i 011$6 Technique # I

Client PO# ¥:J '1~ !jig Job# J.?/o,,</(;.,J?

Project Description: T£'<T.LNiT~::r ;I1A6AJt.:r2C PIiA!T:£CJiL-

Item Data I
~eld D Non-Weld D Structural ~nltial Inspection D Repair o FinalInspection

D Other:

#of Parts: & Base Metal: 50 Filler Metal: S!jJ
)

Part Description: /,)I'.LbS OA) f'>t...A-r'Ii.S.

Inspection Data I
D Dry ri'Wet D Visible if'Fluorescent o Circular ~ Longitudinal /</4r1 .osuo«

Cotor Batch I Lot #

ij{AC D DC D Prods 0YOke Prod Spacing:£S:" Amperage: t'Cr",cJ)

Equipment
c.o/J-rouR PRoBE B gO(?) Serial No.: /-rocP 7Type/Model:

Cal. Due Date: /.2.-1-/0 Examination Preparation Method: IK Rr!.C!CI/J"J::,

Black Light SIN: 1(p?JI';)'Z Intensity:
i1cm'

Light Meter: .vIA I AI/A
Type Serial No.

Demagnetization Required? DYes ~ Method:

Inspection Results I ..
Procedure: fI1i.I9Sfl1£ . tls2, Rev. Acceptance Criteria: ASME. Si:C-r-x:o,v-=pZ

Inspection Results Summary: ~AJ. -I> • -,r" ;::,PI...ATE"<:o.urll h}f'Ll1I J .'? PO,,;:; PrJ::CE:" r, JJ=RF

{-., All> -;-" p./i- lllo;')coNf''''R.~/.., l"v., .... 7"0 i..:f.Nc/lR -t:A Jlr:ZCA-r-znAJ <' 77{" es: A,p- AJUMRf£R<-
AR.t£ A<:" h,)Lmvt:..'i:> LS3- 0/ f40T-rOr-< 1.e.3 -ot rnJ> /J1II}),r<d-r'l1 ? PLAT"e f';r[;<::£'<' t.Jte~1="

P'lJ ,v}) ""'n Sf<. ",.",,~)h>R)V,yJh-. PIIIR.T .AJufrlR€R. < ARt;: A., h:>L.Lo,_v;£.);; Mj~01 cS;l-OI /1-£
.41\J~ j>"p.,....# .L5.;J -01 c< ".-01 AlENr""10 do f3r£c.£\ ANY :rNi:J:X:C/JT~.J ,MAf<k6.D ON f':z£,cE"~

DAccept o Reject D SeeAttachments

A

Reported by: ..,~-?:? ~VieWedbY:
.L/

Supervisor: _ Contact: _

NOTICE: This examination report reflects the actual NOTprocedure which was conducted by TEAM personnel. Submission of thls report Is for Informational
purposes and does not reflect any guarantee of the part, Inspection procedures, or standards and Is subject to the limitations of each.
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